JIANGSU NANFANG MEDICAL CO., LTD.
CERTIFICATE OF ANALYSIS :
Ceprudikar anaiza Ha miacrupi meanani «H Dr. House» ;

Fabric «H Dr. House» . - /3,8 cm (cM) % 3,8 cm (cm)
Name of Sample _ » Specification .
Pl ILnacTrp MequuHHN TKAaHUH Bousic /6 cm (cm) x 10 cm (cm)
«H Dr. House» P V1,2 em (em) x 1,9 cm (cm)
QrleeNo./ LXC23080888 H v 23080888
3akas Ne [Taptis Ne
Quan?lty 380 000 pes Test Dat'e 2023.10.10
Kinpkicts 380 000 mrt. Jara nmepeBipkH
Check Standard Su Chang machinery Date of report 2023.10.10
Cranpapr nepesipkst | equipment 20152141305 Jara 3BiTy oty
Jlata BUroTOBIEHHA 2023.10 Teppus ; 2028.09
: TIPUAATHOCTL
Check result/Pe3ynpraT nepeBipku
Serial Item Tested L Technical Requirement Data of Tes(Mean) | 4 o101 Result
No./ Ne Hazpa Ox. TexHiuHI BHMOTH Toor vEIERITRY BigmosinHicTs
> BHMipY (cepenHiit) '
Plaster should be smooth,
clean, even smeared and no
seeped, the pad should be in
21 Appearance middle of the film 5 OK
: 30BHIIIHIH BHITISN "7 {TIlnactup Mae 6yTH HHCTHM, Biamnosinae
piBHHM, 3MalleHUM KIEEM, ;
noayueyKa Mae 6yTn
TIoCepeNiHI CTPiuKH
Backing 38.0.0£3.0 OK
Length mm 100.0.0£3.0 38.0/100.0/ 19.0 Bi "
: innosinae
29 Basic Size | Aopxuma 19.0.0£3.0
i Po3mip Backing 38.0+3.0 oK
Width mm 60.013.0 38.0/60.0/71.0 BianoEiiEe
[lupuna 71.0£3.0 :
Adhesiveness OK
e AJre3uBHICTDL e 2.5 0 Binnosinae
Peel strength . OK
; e L 3 >1. 24 ; :
ad MinHicTh Ha BiIpHUB Nfem z1.0 6 Biamnosigae
Liquid absorption OK
7. 2 > : 11 ; i
5 llornuuanus piavHu S = Binnogizae
Test Conclusion: The produkt in conformity with the requirements of standart Su Chang machinery equipment
20152641305/BHCHOBKH Teperipku - npolykT Bianoeizae suMoram craupmapy Su Chang machinery eqmpment
20152641305 Y/
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