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JIANGSU NANFANG MEDICAL CO., LTD.
CERTIFICATE OF ANALYSIS

Ceprudixar ananiza ua nnacrupi meanuni «H Dr. House»

Tape polymer
"H Dr. House" p—_
Name of Sample TInacTup Mexaqmmi Specification 1,25cmx500cm, 2,5cmx500cm
Ha3sa ” o " Poawmip
Ha MOJIIMEPHIH OCHOBI
"H Dr. House"
Order No./ Lot No./
1 : 2110114
ot N LXC21101146 s M 146
Quan}lty 25 200 Rolls Test Datf: 2022.02.23
Kinekicts 25 200 mmr. Hara nepeBipka
Check Standard 5
Su Chang machinery Date of report
CHAsiapE equipment 20153029 Hara 3BiT e
nepeBipKH auip e Y
" »
i 2022.01 Tepuia 2026.12
BHTOTOBJICHHS IPHAATHOCTI
Check result/Pesynbrar nepesipka
Data of
Serial Item Tested o Technical Requirement (i) Actual Result
On. i Pezynerar : . s
No./ Ne Hazga f Texuiuni BUMOrH ; Binmosiguictn
BUMipY MepEBIPKH
(cepenwiii)
* | The tape Should be clean, the o
back does mnot leak plastic,
should be  homogeneous,
smooth, no stains, no holes,
21 Appearance N there is no point degumming N OK
: 3oBHIIHIK BACIAD Crpiuka mae OGyTd YHCTOIO, Bignosinae
' 3BOPOTHSA cTopoHa HE
TIpomycKae KJiei, MoBepXHs Mae
6yt rnagkoro, Ge3 miam, Ges
0TBOpIB, Oe3 00e3KIICIOBaHHA
Backing oK
Length cm 2495.0 5012 Bianosigac
29 Basic Size | Homxuna
- Poamip Backing oK
Width cm 1.25/2.5£0.05 1.25/2.50 Bi :
inpusa innosinae
23 Glue content gini® >20 g/m? 36 OK
’ Buicr xiero - i Bianosigae
2.4.1 FacLofEstrength N/em >1.0 35 O,
: MinnicTs Ha Binpus Bianosigae
i 8
| 242 Adnestverioss mm <2.5mm 0 B
AJre3uBHICTE Bignosigae
i

Test Conclusion: The produkt in conforfN
20153029/BucHoBKH mepeBipkH - npofy. ___BE?

\rements of standart Su Chang machinery equipment
r Xranapy Su Chang machinery equipment 20153029

Incnexrop(Inspektor):

3atBepmKyBau(Approver):
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