JIANGSU NANFANG MEDICAL CO., LTD.

CERTIFICATE OF ANALYSIS
Ceprudikar ananiza na naacrupi mexmuni «H Dr. House»
Tape cotton
1] 1]
Name of Sample H Dr. House } Specificatiar lemx500cm, Zemx500cm,
H IInactap Menmanmii va Pt 2,5cmx500cm, 3cmx500cm,
HaR TKAHUHHIH OCHOBI 03M1p 4emx500cm, Semx500cm
"H Dr. House"
Order No./ Lot No./
; 2016
3akas No LXC22020168 TTepris No 22020168
Quanlity 203 400 Rolls Test Date 2022.05.22
KinekicTs 203 400 mrr. Jara nepesipku R
Check Standard Su Chang machinery Date of report
: ) ! 2022.05.22
Crannapr nepepipxn equipment 20153030 Jara 3gity
Jata BurotoBnenns 2022.06 Tepuin ; 2027.05
MPHAATHOCTL J
Check result/Pesynsrar nepepipku
ik Data of Tes(Mean)
Serial [tem Tested 0 Technical Requirement PeayneTar Actual Result
No./ Ne Haspa A Texuiuni BHUMOTH TIepeBipKu Binnogiguicts
- BHMIDY (cepennii)
The tape Should be clean, the
back does not leak plastic,
should be homogeneous,
smooth, no stains, no holes,
Appearance therf.: is no point degumming 0K
4.1 Bt —— Crpiuka Mae OyTnH umcTORO, == L T —
OBHIITHIA BHITISA 3BOPOTHA CTOpOHA HE ANOEIA
NPONYCKAE KJIEH, IMOBEPXHA
Mae GyTH rmaaxor, Hes mwism,
Ges OTBOPIB, Bes
ofe3xneloBatu
Backing OK
Length cm 2495.0 501.3 " p
42 Basic Size | Hoswuma Bianosinae
' Posmip B\;‘{‘éit‘;g ; 1.0+0.05 1.00/2.5 oK
1 m § &
Inpuna 2.0/2.5.0/3.0/4.0/5.0+0.1 2.0/3.0/4.0/5.0 Bianosinae
Glue content oK
"4, A 2 p-d = . :
3 Bumicr kiero - g/m 280e/m 109 Bignosinae
Peel off strength | . - 0K
» e . 21. 2.8 . i
44 Minuicrs Ha Binpup' | i 0 Bignosigae
Adhesiveness oK
2 . <2. 0 . "
e AJre3uBHICTE e =2 3mm Bignosigae

Test Conclusion: The produkt in conformity with the requirements of standart Su Chang machinery equipment
20153030/B1cHOBKH NEpeBipKH - IPOAYKT BiAOBINAE BHMOraM cranaapy Su Chang machinery equipment 20153030
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